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McMASTER-CARR. (Q Certificate

562-692-5911
562-695-2323 (fax)
la. sales@mcmaster com

Purchase Order Order Date Placed By McMaster-Carr Number Number of Certificates
P0O26402216 10/8/2026 Christopher 6896470-01 1
Berger
Line Product Ordered Status Certificate
4 91099A220 18-8 Stainless Steel Phillips Undercut Flat 1 pack 1 pack delivers October 12 372-6534

Head Screws, 82 Degree Countersink, 6-
32 Thread Size, 1/2" Long

Your order is subject only to our terms and conditions, available at www.mcmaster.com or from our Sales Department.



(Q Certificate: 372-6534

DURA FASTENERS CO., LTD.

OFFICE : 663/1 MOO 4, I-EA-T FREE ZONE SOI E6 BANGPOO
INDUSTRIAL ESTATE TAMBOL PRAKSA, AMPHUR MUANG.

SAMUTPRAKARN 10280 THAILAND.

TEL. : (662) 709-4576, 709-4577, 709-4578
FAX : (662) 709-3967, 709-2938
E-mail : sales@durafasteners.com

CERTIFICATE OF INSPECTION
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CERT NO. : CER2511D2276 MFG NO. 2510D0869
PURCHASER  : STAR STAINLESS SCREW CO. DATE 19/11/2025
PO NO. : 212154 LOT NO. $52095-001
PRODUCT : ASME PHIL FLAT UNDERCUT HEAD 80 DEGREE PACK NO. 13445

MACHINE SCREW 18-8SS PART NO. 1 PFU-6C-50
SIZE 1 #6 -32.00 x1/2 HEAT NO : 7F778
LOT QTY :  218.40 MPCS. MATERIAL TYPE: 304
INVOICE NO. : 1225437 SAMPLE SIZE 3 PCS.
DIMENSIONAL INSPECTIONS SPECIFICATION:

(MEASUREMENT BY MILLIMETERS)

CHARACTERISTICS SPECIFICATION ACTUAL RESULT RESULT REJ.
Head Diameter 6.05 - 6.65 6.38-6.40 OK
Head Thickness 1.25 - 1.48 1.29-1.29 OK
Protrusion 0.54-0.91 0.75-0.76 OK
Recess (Slot) Depth 1.12 - 1.70 1.58-1.59 OK
Recess (Slot) Width - -

Major Diameter 3.34 - 3.48 3.44- 3.44 OK
Ring Gauge Go PASSED OK
Ring Gauge No Go PASSED OK
Length 12.21 - 12.70 12.33-12.36 OK
CHEMICAL COMPOSITION (WT%)

HEAT Cr Cu Mn Mo N Ni P S Si C
NUMBER X100 X100 X100 X100 XPPM X100 X1000 X1000 X100 X 1000
TE778 1702 298 190 21 123 801 32 0.3 36 16

Tensile strength of raw material 475 N/mm"2
CN-CODE of raw material : 7221.00
Country of Origin for raw material : Taiwan
The Name of Facility (Producer) : Walsin Lihwa Corp.
Made In Thailand
We herewith confirm that no Russian raw material was used.
REMARK :
PASSIVATED PER ASTM A380
MR .KASEM SOMPONG
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