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McMASTER-CARR. (Q Certificate

562-692-5911
562-695-2323 (fax)
la. sales@mcmaster com

Purchase Order Order Date Placed By McMaster-Carr Number Number of Certificates
P26422231 10/21/2026 Christopher 7548296-02 1
Berger
Line Product Ordered Status Certificate
3 91292A142 18-8 Stainless Steel Socket Head Screw, 1 pack 1 pack delivers October 22 403-7510

M6 x 1 mm Thread Size, 40 mm Long,
Partially Threaded

Your order is subject only to our terms and conditions, available at www.mcmaster.com or from our Sales Department.
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TONG HEER FASTENERS CO., SDN BHD (174801- H)

No.2515, ngkat Perusahaan 4A,Perai Free Trade Zone, . ] |

7FOnG
13600 Perai, Penang, Malaysia
TEL: 60-4-3903970  FAX: 60-4-3900840 WEB: www.tong.com.my

, ‘ INSPECTION CERTIFICATE \ .
INSPECTION CERTIFICATE EN 10204-3.1 SAMPLE PLAN SPEC : ISO 3269
PURCH‘ASERV: LINDSTROM METRIG, LLG _ INVNO: 25100024 ( SY 25000722 )
CUSTP/N:  SCX206040 PO# NO : 00946160 CERTNO: 25295
SIZE : M6-1.0 X 40 MATERIAL TYPE : 304 (A2) TEST DATE : 17/09/2025
MARKING:  TONG A2-70 SHIP QTY : 3000 Z1 ITEMNO:, 22596
MFR.DATE :  11/09/2025 . . COMMODITY : DIN 912-1983 HEATNO:  Y241012B27 :
PRODUCT NAME : Hex Socket Screws(Unknurled) ‘ ‘. LOTNO: 23001600701
SAMPLING DATE : 17/09/2025 ‘ SAMPLE SIZE : 20 PCS ' ) ’
' MADE IN MALAYSIA
) : ( g
DIMENSIONAL INSPECTIONS (MEASURED BY MILLIMETERS) SPECIFICATION: ~ DIN 912-1983 ‘
CHARACTERISTICS SPECIFICATION ACTUAL RESULT " SAMPLE DETERMINANT
Head Diameter . 9.78 <---> 10,00 9.81 <> 9.84° Qualified
Head Height 570 <> 6.00 577 <> 597 - Qualified
Drive Width "502 <> 514 507. <> 5.0 \ Qualified
Drive Depth 3min 3.31 <>  3.37 Qualified
Body Diameter 582 <> 6.00 590 -+ <> 595 _ Qualified
Thread Length . 24min, 25 46 <--->  25.71 Qualified
Nominal Length ) 39.50  =—>  40.50 , 40.01 <> 4017 - Qualified
DIMENSIONAL INSPECTIONS (MEASURED BY MILLIMETERS) . SPECIFICATION: 1SO 262 ..
CHARACTERISTICS SPECIFICATION ACTUAL RESULT SAMPLE DETERMINANT
Major Diameter . 579 - <> 597 581 <> 5.86 ' Qualified
Pitch Diameter 521 <> 5.32 PASSED Qualified
PASSIVATION * ASTM A380 / A380M-17 PASSED - Qualified
MECHANICAL PROPERTIES SPECIFICATION: ISO 3506-1:2020
CHARACTERISTICS . SPECIFICATION ACTUAL RESULT SAMPLE DETERMINANT
Tenslle Strength . (N/mmA2)/Ksi " (5) 700min 932.00 <->  956.96 Qualified
Yield Strength (N/mmA2)/Ksi  (5) 450min 760.00 <> 767.72 Qualified
Elongation (MM) - mm . 7(5) 2.4min 523 <> 5.87 Qualified
. CHEMICAL COMPOSITION% ’
Heat Number CX100 SIX100 MnX100 PX1000- SX1000 NIX100 CrXi00 MoX100 CuX100  NXPPM -
Y241012B27 2.5 33 . 96 27 2 . 801 1821 1 17 600
LHI P/N SCX2B6040
Lot # AD12660109
i\ ' . ’
CHEAH KIT WENG " ROSAZLINA 04/11/2025
Q.A EXECUTIVE > SAMPLER DATE

'RT MUST NOT BE REPRODUCED EXCEPT IN FULL AND TO THE ITEM(S) TESTED ONLY

THE FASTENERS HAVE BEEN MANUFACTURED ACCORDING TO THE REQUIREMENTS OF THE APPLICABLE STANDARDS AND
FOUND CONFORM WITH ITS REQUIREMENTS. .
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Mok RRA R LTSS AL HRRE

ADD Economic DevelopmenL Zone

of ‘WanWu, Fu’ an Fujian
~BiiETel: 0593-5077558
. MEfEMail: cckfb@tsingtuo. com
BR4RPC : 355006

TSNGSHa |
. BRRAHRAT
* TSING TUO Group Co., Ld. L
Wit ﬁ@%%iﬂﬁﬁﬁﬁ“? ¢

~ $2412664477634
ﬂ‘ﬁ$ﬁ2z
Customer - 'Q/TTPTOOI—'ZO,M
o ARRBA R
Purchaser > . Product Stainless Steel Wire Rods
T EREM ;
Date of Issue 2024-12-04
Quantlty - ] Weiﬁ(‘t) ™ N {5«;"?) 19. 315
) 5*{%’5 Basic Informatmn &,/ &S
/ e i @ KR _ER ’iﬁ%ﬁ . RE%
Heat Size: Quantl We1ght{ De’hvery Contract
.~ No. m *.gondition ‘No.
1 Y241012B27 / 762% HRSP Q GJ312-240823TH
2 241012829 { / 3 < 2 @ 3. . HRSP ﬁnmlz 240823TH
3 / / / e /o,
4 // / / {
5 / / /o
nd chemical Examlnat,lf'n%‘*“ =
‘ al ccmposnmn('ﬁ);(%ﬁ?ﬁ’ﬁ Smeltms A X 1y7s1s) ® o
N BREN Others

Reduction
of Area (Z)% ™

lm Xﬂﬁgﬁ Other Examnatmn
|1 54T Radiosctive Monitoring

HAEVLH Remarks: .
L ﬁﬁ%ﬁﬁﬂ#ﬁw%ﬁhi’aﬁ
complies with the terms of the contrdct & the standard. .
2. R EDelivery statlis code: HR=#., Hot rolled, 0S= E&[ﬁfé‘» On-
# Off-line solid solution, A=MBK Annealing, P=E{i% Pickling. .
3. PR IAREE IR B S, HE. SR RMHER. The prodU&l A
manufacturer, Standard, furnace number, weight, steel grade and sﬁe mfo 4
4 TATF (T5) 16949 R RERARAISO 000 REGRAER IR B HALERE 1) *ﬁ“ﬁﬁ S
AIE, 1S014001FF & A R ISO- 43001E9Jkﬁ35ﬁﬁcéﬁﬂi$¥mﬁlﬂﬁ })\ﬂE%IZIﬁFE’\T i
TATF (TS) 16949 Automotive quallty management system and IS0 9001 Quality mdndgemem, system
identified by TUV Rheinland (Guangdong) Ltd., ISO 14001 Environmental Management System and
1S0 4500V Occupational Health and Safety Management System identified by china quality mark
certification group Co., Ltd (LQM) o -

5. MADE IN CHINA

HR45HE% . 0593-5077558 Page 1 of 1
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- STATEMENT .
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‘To TONG HEER FASTENERS CO SDN BHD & TONG HEER FASTENERS (THAILAND)V.
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v 20th September 2023




